
Product datasheet

Collection	 : Textile
Design:		  : Tulsa & Tulsa metallic

Composition Dimensions Test method 

Base material 100% cotton, without backingpaper

Warp 20 tex

20 picks/cm EN 1049-2

Weft 20 tex

17 picks/cm EN 1049-2

Total weight 200 ± 20 g/m2 EN ISO 12127

Thickness 0,25 ± 0,03 mm EN ISO 5084

Properties Dimensions Test method

Tensile strength

Warp > 300 N/50 mm

Weft > 150 N/50 mm EN ISO 1421

Elongation at break

Warp < 9 %

Weft < 25 % EN ISO 1421

Standard measurement (L) 50 meter X (W) 142 cm
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